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Clause Requirement Remarks Verdict 

1 Pulling test 

Check the breaking force for the sample. 
 
The break force: 7830 N (798 kg) 
The test setup and result please refer to 
picture 1 to 3. 
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Picture 1                                                                   Picture 2 (After test) 
 

 
                          Picture 3 (After test) 

End of test report -- 


